Pressure Test for Glass lined sight glass

Test Item: Metaglas 213.A30.318.06Q2
Dimensions 318/149%x30 mm
Ring material 1.4571 / glass lined
Glass Quarzglas
Wuppertal, 23.11.2011 Johann Fuhrmann
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Pressure test for glass lined sight glass
1. Step

5 Mpa =50 bar

Emaile begins to
compartmentalise,
without cracks
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Pressure test for glass lined sight glass
2. Step

15 Mpa = 150 bar Emaile begins more to compart-
mentalise,first cracks
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Pressure test for glass lined sight glass
3. Step

20 Mpa = 200 bar

Emaile begins more and to compart-
mentalise, more cracks
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Pressure test for glass lined sight glass
4. Step

30 Mpa = 300 bar

Emaile begins more and more to
compartmentalise, more cracks
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